Workshop 22.02.2017 — Schleibinger Gerate GmbH

Workshop: eBT-V / Schleibinger Geréte

eBT-V / Schleibinger Gerite
measuring profile
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Intercept slop yield stress viscosity
sample Nm Nms Pa Pas
concrete_1, 6 blades 0,434 6,319 120,384 240,740
concrete_2, 6 blades 0,640 6,196 177,758 236,080
concrete_3, 4 blades 0,502 6,334 139,370 241,342
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eBT-V / Schleibinger Gerate
Vane Probe, 4 blades, Measurement concrete
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® measurement 1
eBT-V / Schleibinger Gerate
Vane Probe, 4 blades, Measurement concrete
3
e =
2,5 fo.00
o .--’9’05
E 2 2 )
=
g 15 w v =6,3344x+0,5021
= _ R?=0,9293
S 1
l—
05 (=@
1
0 0,05 0,1 0,15 0,2 025 03 035 04

Speed/ rev/s



Workshop 22.02.2017 — Schleibinger Gerate GmbH

eBT-V / Schleibinger Gerate
Vane Probe, 6 blades, Measurement concrete
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eBT-V / Schleibinger Gerate
Vane Probe, 6 blades, Measurement concrete
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